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Tensile  spechem of fir-tree  turbine  blade root  fastenfngs for 
three  specific  turbojet engines were tested t o  rupture. Short-time t e s t s  
were conducted a t  various  temperatures ranging from room temperature t o  
150O0 F. Long-time t e s t s  were  conducted a t  1200° and 1350° P. Lncreas- 
ing the  temperature from 1200' %o 1350° F reduced the expected operating 
life by a t   l ea s t  a factor of 25. 

The physical s t rength  of the  f ir-tree designs depended solely on 
the  cross-sectional areas carrying  the  tensile and shear loads, whether 
provided by a few large serration  teeth or many emall teeth. The root 
8trengthS  correlated well with physical  properties of the  blade and 
wheel materials  as determined by simple tensile,  stress-to-rupture, and 
1/8-inch-dimeter-pjn long- and short-time shear tes t s .  

In the  aircraft  gas-turbine  field, almost a l l  turbine blades made 
from conventional heat-resisting  materials a r e  held in the ro to r  rim by 
some form of eerrated  fir-tree root. However, large  variations  exfst in 
the shape, sfze,  and number of serrations from one design t o  the next. 
Apparently, there is a wide difference of opinion  concerning  the  best 
serration design. Very l i t t l e   l i t e r a tu re  is available on the deai- of 
roots ,  and the informstion that does exist is usually of a proprietary 
nature. 

The RAM, therefore,  after a prellmbary survey of the  inherent 
advantages of various blade roots,  undertook an investigation of the 
important factors  affecting  the strength of the  fir-tree  root form. In 
order t o  explore the problema encountered w i t h  typical  blade roots, three 
specific production r o o t  designs were investigated.  Test specimens fabri- 
cated  with  the three serrated-root  profiles were subjected t o  various 
b a a s  and temperatures until rupture  occurred, and these  results  are 
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correlated  with  the mechanical properties of the materials involved. 
The effect of blade  vibration is not included in this work, bemuee 
vibrations  differ widely from engine t o  engine and measurement of vibra- 
%ion amplitudes in service is  very diff icul t .   Furthemre,  it is  impos- 
sible t o  predict the mamitude of vlbrstory  stresses that w i l l  exist in 
a new engine. Also, bending stresses due t o  blade tilt and gas  forces 
were not considered in this  report, bemuse by careful design of the 
a i r fo i l  these two effects can be counterbalanced. Bending stress in 
blade r o o t s  were extensively  investigated in reference 1 in connection 
with cermet blades, where bending stresses are very important. 

Y 

Specimens of several  different  types were ueed in this  investiga- 
tion. The one used t o  the  greatest  extent is shown in figure 1. The 
root shapes were cut in the ands of long bars so as t o  remove the  grips 
f r a m  the  furnaces. The r o o t  ends were restricted t o  1/4-inch  thickness 
because of the  limited load capacity of the  stress-rupture machines. 
The three fir-tree root  profiles  investigated, which are  specific  designs 
actually ueed in service, are designated  blades A, B, and C (fig. 2 ) .  
The specFmen cmpanents  corresponding t o  the  blade roots were c a a t  f rom,  
S t e l l i t e  2 1  rather than  forged f’rm 5-816 or other  current  blade materi- 
als because of the  relatively low cost of forming and the  availability 
of the  casting  material. The  component representing  the  turbine r o t o r  
segment was machined from Timken 16-25-6 alloy processed in the same 
manner as conventional. d i s k  forgings. The restrahing  f ixture  shawn In 
figure 3 was assembled  around the specimen t o  prevent the  rotor component 
from spreading under load. 

Another Btyle specimen, shown in figare 4, was used t o  evaluate  the 
strength of the  turbine wheel segments  between adjacent  blades. The 
blade component was again  caat from Ste l l i t e  2 1  but was made in two pieces 
t o  fac i l i t a te  grinding of serrations. The parte representing wheel Beg- 
ments  were actually machined from production turbine r o t o r s .  The  88me 
restraining clamps wed with  the  other specimen  were again used here. 

In order t o  determine the mechanical properties of turbine blade 
and r o t o r  materials,  the notched and unnotched tensile  spechens and the 
1/8-inch-diameter  shear-pin specimen shown in figures 5 t o  7 were u t i -  
lized. The testing was conducted in both screw and lever  stress-rupture 
machines. Chrmel-alumel  themocouples were placed in the l o c a t i o n s  
where failure was expected. 

Short-time tensile and shear t e s t s  were run a t  various temperatures 
rang- from room temperature t o  1500° P. Most of $he stress-rupture 
t e s t s  were conducted st 1200° F and a f e w  were run a t  1350° F. In a l l  
the  elevated temperature tests,   the temperature was permitted t o  stabil ize 
f o r  a t   l eas t  half an hour before the laad was applied. * 



NACA SI ES4E21 3 

C-TICW OF STRXSEZS 
.I 

In order t o  determhe  the  stresses  resulting fram tes t s  of serrated 
specimens, some ~sssumption must be made concerning the ehear  areas of 
the  teeth. In determining  the  shear  stresses,  the  questim  arises as t o  
what cross-sectional  ares is actually subjected t o  the  shearing  action. 
mom f igwe 8 it is apparent that  two different extremes of the shear 
plane could  be considered, as  hdicated by the two types of dashed lines. 

cF1 Both planes are  parallel t o  the  radial line passing through the  canter 
0 of gravity of the  blade, which for  the roots  fnvedigated was approxi- 
4 mately  coincident  with  the root  center  lines. One plane, however, is 
0 4  

tangent t o  the apex radius of the  serratlm  tooth Ebpplyfng the load. 
This shear  plane would probably be in effect j u s t  before  ultimate  failure 
occurred. The other  plane contains the  line where contact is te r -  
minated  between the loaded and the loading tooth and should borrespondto 
the  ehear  plane  acting when load is first applied  before any deformstion 
has taken  place. For a l l  computations of shear stress,  the mean of  these 
two shear  areas was used, and it ms furkher assumed that  the shear stresses 

."o in all teeth were equal. The effective  tensile  area used in determinhg s the  tensile  stresses was the minimum area  across  the  serration f i l l e t s .  
r;' 
5- Ih order t o  predict  the  life and mode of failure of the  different 

r o o t  components under the n o m 1  loads imposed by each specific engine 
on its corresponding r o o t  design, it is necessary t o  detemnlne the loads 

ture. Table I presents  this informatiw f o r  esch of the  three  desieps. 
The operating load a t  the top  serration of the  blade is based M the 
combhed  wefght of the p a r t i c u l a r  a i r fo i l  for which the  root was designed, 
the  platform, and that  part of the r o o t  above the t o p  serration. The 
shear load acting on the  blade  teeth is determined by considering  the 
weight of the whole blade m i n u s  the  projecting  part of the  teeth. The 
shear  load acting on the r o t o r  serrations is computed by adding the weight 
of the  teeth on the r o t o r  segment t o  the to t a l  blade  weight. The tensi le  
load on the  turbine r o t o r  segment Includes  the whole blade weight and the 
r o t o r  segment  beyond the neck of the bottom serration. From the  table, it 
is apparent that  the  highest  stresses occur in tension a t  the bottom r o t o r  
serration. 

c and stresses imposed on these par ts  during rated  engine speed and tempers- 

RESULTS AND DJSCUSSION 

Many methods .and root  variations have  been introduced in the past  
f o r  attaching  turbine  blades t o  the ro tor .  However, only the f ir-tree 
forms have continued t o  be used extensively. In the appendix t o  t h i s  
report,  the  merits of the f o u r  basic root profiles shown in figure 9 am 
compared  and the  reasons for the  superiority of the  f ir-tree desigu are 
given. The  more extensive  inveetigations reported herein were therefore 
limited t o  var ia t ims of the  f ir-tree configuration. 

d 



4 NACA R4 E54E21 

Three specific  root designs were tested, one with six pairs of 
small serrations, one with six pairs of lsrger B ~ ~ t i m s ,  and One with 
only three  paira of larger  serrations. These profiles are not hypo- 
thetical  designs  but have been  mass-produced and have experienced  thou- 
sands of hours of service  operation. They were  chosen t o  explore the 
Important c r i te r ia  for designing  serrated roots ,  t o  Observe the mcdes of 
failure, and t o  Fnvestigate the  factors  affecting  the r o o t  s t rengths .  
The operating loade and stresses t o  which the r o o t  strengths are compared 
are based on the a i r f o i l  weight, rotor diameters, and rated speed of  the 
particular engine for which the r o o t  ‘was designed,. !i 

M 
. .. . - 

. 
it 

Short-TFme Teste at Various Temperatures 

First ,  a series of specimens of the type shown in figure 1 were 
pulled t o  destruction in relatively short times a t  different temperatures. 
Only  specimens of blades A and B were tested, because those of blade C 
were not  available a t  the tFme of  the  short-time  testing, and the l imi ted  
number o f  specimens received la te r  were reserved for more important t e s t s  
t o  be discussed la ter .  

The  mechaniam of failure changed accord ing t o  temperature and root  
proportions, as i l lustrated in figure 10. With blade A the  failure was 
one of tension below 1200° F and shifted t o  a shear failure above E0Oo F. 
Blade B failed in shear over the whole temperature range, with  a  eingle 
tensile failure occur rbg  a t  room temperature. In order t o  explain the 
ahif% in failure mechanism, short-time t e s t  data for both mechanims of 
failure were plotted  against temperature for the  materials involved 
(fig. 11). Tensile  data were taken from the  l i terature (refs. 2 t o  4) 
and confirmed by NACA data from the unnotehed tensile bar (fig. 6). 
Shear data were obtained by shearing 1/8-inch-diameter p ins  (fig. 7). 

The data presented in figure 11 for tensim and shear of the blade 
and r o t o r  materials  are converted t o  load per  inch rim thickness for 
a l l  three r o o t  configurations in figure 12. The reason, for the  shift  Fn 
failure iechanisms is readily apparent in th i s  figure. For blade A (fig. 
12(a)), the  strength is lowest acrosB the  tensile  area of the  blade r o o t  
below 1400° F. Above 10000 F the  shear  strength of the rotor material 
d r o p s  more rapidly than the  tensile  strength of the blade as  the tempera- 
ture is increased; and, consequently, above 1400O F the  strength is lowest 
a t  the shear area of the  serrations in the  turbine  rotor. In tensile 
t e s t s  of  r o o t  specimens, the  transition in fa i lure  mechanism took place 
&t 1200° rather than 1400° F. The reasm for t h i s  diflcrepancg between 
experimentally determined material  properties and root  specimens is  not ?mown. Figure 12(b) shows the lowest strength  existing in shear of the 
r o t o r  se@plents;throughout the  entire temperature range. The proximity 
of  the  tenail3  strength i n  the blade t o  the rotor shear B t m n g t h  a t  room 
temperature  accounts f o r  the  tensile failure a t  r o m  temperature. AB in 
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figure 12 (a) , shear 6 t r m g t h B  of the- specimens in figure 12 (b) are again 
s l igh t ly  below the  shear  strength of the  material. A t  f i r s t  examination, 
it might  be  concluded that  the assumed shear  area is in error, but the 
excellent  correlation between the long-time specimen strength and mater- 
i a l  shear strength based on the same  assumed areas  indicates  that some 
other  factor is responsible for lower shear  strengths in the r o o t  than 
predicted by material  data. This discrepancy may be  caused by the  lack 
of perfect matching between  wheel  and blade root teeth due t o  machining 
tolerances. A t  the higher  tamperatures, some plast ic  flow and creep 
take pkce,  which load  the teeth  equally and possibly account f o r  the 
better  correlation between spechen and material  properties above 1100O F 
and in the long-time tes t s .  

A l t h o u g h  short-tlme t e s t s  on the root  of blade C were p o t  actually 
conducted, converting  the  material  properties of figure 11 indicates that 
a .shift in type of failure can also be expected here  (fig. 12 (c) ) . Below 
1250' F the  fastening should f a i l  in tension of the  blade root;  above 
l 2 5 O o  F tensile  failures of the r o t o r  segments generally  are t o  be 
expected. 

When the r o o t  spechens  are sub3ected t o  a tensile load as  used 3n 
the tes t  machines, the  result8 will correlate  with  figure 12. When a 
blade is in a centrifugal  field  as in the case In an actual engine, how- 
ever,  a  correction should be applied. The ro to r  must carry the whole 
blade and, in addition, must carry the rim weight in the c e n t r i m 1  
f ie ld .  Likewise, the ro tor  serraticms in shear must support their  own 
weight as  well  as the centrifugal load of the whole blade; and the  blade 
serrations must carry, in addition t o  the air foi l ,   the  root weight below 
the t o p  serration neck minus the blade serration weight beyond the  shear 
plane. Computed correction  factors  are  presented in table 11. These 
correction  factors were applied t o  (divided 3nto) the  data of figure 12 
t o  obtain  figure 13. Thus, in an engine, blade A (fig.  13(a)) would 
again have a sh i f t  in fa i lure  mechanism, but the  transition would be  one 
fmM tension in the  blade root t o  tens'ion Fn the r o t o r  root instead of 
shear of the r o t o r  serrations. A t  1200' F the failure might  be either 

fntersect proximately. 
these O r  shew O f  the M t O r  BerratiOIlB, SWCe a l l  three  1heS 

In the enghe, blade root  B (fig. 13 (b) ) would probably agam f a i l  
Fn shear of the r o t o r  teeth throughout the  temperature  range,  although 
above 1300° F the  effective r o t o r  strength in tension  decreases t o  
approximately the magnitude of the  effective  shear  strength. Blade C in 
a centrifugal  field should f a i l  consistently in tension of the  turbine 
r o t o r  a t   a l l  roo t  temperatures below 1550' P, according t o  figure  13(c). 

Besides  the  blade-strength  correlations,  other po ln t s  of general 
interest can be  deduced from the  short-time  data a t   d i f ferent  tempera- 
tures. For example, the  shear  strength cannot be assumed t o  be an 



6 - NACA m E542321 

approximated c0nstm.t r a t i o  w i t h  respect t o  tenalle st-h as  is the 
case for many materials a t  room temperature. The proportion, which varies 
*om 50 t o  100 percent, depends on both material and temperature (fig. 
11). The rather  surprising  fact that the  sheer  strength of S te l l i t e  2 1  
appears t o  be comparable in magnitude t o  the  tensile  strength  (fig.  ll(b) ) 
was repeatedly checked with  the same result .  This result is probably 
explained by the  relatively coarse grain  structure of S te l l i t e  21. Ten- 
sile failures are intercrystalline; but shear failures  are  generally 
transcrystalline, because the  shear  meas af  the 1/8-inch-dFameter pine 
and of the r o o t  serrations,  carrykg  the shearing loads, are amsll and 
frequently confined within  the  grain.  Evidently,  the  iridividual  crystals 
o r  grains have shear  strengths  equal t o  the  tensile &rength8 of the 
grain boundary material. 

IC 
0 rn to 

High-temperature alloy S-816 was a l so  checked f o r  shear  strength 
(fig. l l ( c ) )  and  found t o  have very nearly the same short-time  shear 
strength  as  Stellite 21. Thue, if the  failure mechanism of a root  is 
shear of the blade €eeth, the results with S-816 should -&pproximate those 
found with S te l l i t e  21. If' the  failure occurs in tension of the  blade 
root ,  an 3-816 specimen would demonetrate higher  strength than a S te l l i t e  
2 1  specimen. 

-. 

. ." . . . . . . . - . . - " " . . . - " 

Reasonably close agreement was obtained between shew properties of 
the materials as obtained by loading p-Lns in double shear and the e h e ~  
data of root specimens, particularly above 1200' F, the important range. I 

There is erne difference at lower temperatures  probably caueed by m i s -  
matching of serrations, but still the  cornelstion I s  Bufficiently  close 
t o  juetify  the use of the material  propertbe  as determined from the 
simple pin in shear tes t   as  821 approxhate  basis for r o o t  design. 

Long-Time Stress-Rupture Teats a t  1200' F 

Short-time data  are of  limited  interest i n  jet-engine design, be- 
muse the  turbine assembly must a t ta in  a reasmable  operating l i f e .  Ln 
addition, low root temperatures are of l i t t l e   i n t e re s t  t o  the designer, 
because the  faatening mu& be designed t o  withstand the maximum operating 
loads and temperatures. 

The maximum rim temperature measured in reference 5 at  rated speed 
was 1200° F. Therefore, a  series of long-time t e s t s   a t  12000 F was 
made with  the  three  fir-tree r o o t  configurations. The results are 
presented In figure 14. A l s o  Included in the  figure  are  operating 
stresses for the  four  critical regions of the  fastening. The poin t  of 
intersection of the horizontal  operating-stress lines and the  inclined 
lines through the stress-rupture  data  points  indicates  the maximum life 
3xpectancy a t  the rated-speed  condition.  Actual service l i f e  would be 

. 
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three or four  times th i s  value, because only a amall part of normal 
operating  time is conducted a t  rated or take-off speed. 

The  mean l i f e  of blade A (fig.  14 (a))  would be w e l l  over 2000 
hours, and the  failure mechaniam should be one of shear of the  turbine 
r o t o r  serrations. Blade B (fig.  14(b)) has a much shorter  l ife  at   rated 
speed, and the  failure mechaniam is again one of Shearing o f  the r o t o r  
serrations. Blade C (fig. 14(c)) has a still  shorter  life,  totaling 400 

CN 
0 
04 hours, but  the ro to r  segnent between blades should f s i l  in tension  across 
4 the bottom pair of serrations. Therefore, a l l   f a i lu re s  of the roots  

investigated should OCCUT in the r o t o r .  In service,  tensile  failures 
occasionally  occur in the  blade root,  whereas the  data  presented show a 
conservative safety  factor in the  blade r o o t  both in tension and shear. 
This  discrepancy is  logically explained by the presence of vibrations 
that cannot be predicted  accurately. 

Long-The Tests a t  Increased Temperature 

In the  jet-engine industry attempts are  constantly  being made t o  
increase  turbine  temperatures t o  obtain more th rus t  from the same enghe. 
Therefore,  the  root-evaluation program was expanded t o  cover a tempera- 
ture  Increase of E O 0  F (up t o  1350° F) . Only the  turbke r o t o r  strengbhs 
were determined,  because the  blade root8  generally  operate a t  lower 
stresses than the r o t o r  and the  blade  materials have higher strength  than 
the rotor materials st the  increased  temperature. 

Turbine ro to r  A has sufficient  strength  at  the higher  temperature 
and could be  used without alteration, provided the  blade a i r fo i l  can 
either withstand the increased  temperature or can be cooled by sane 
method (f ig .   15(a)) .  m e  life, however, i s  reduced f r o m  w e l l  over 2000 
hours t o  700 hours. Rotor B ( f ig .  15 (b) ) also would be suitable  for 
limited l i f e   a t  the  higher  temperature, i ts  life being reduced t o  150 
hours a t  rated-speed  conditicms. Blade root  C (fig.  15(c)) would be 
applicable only for short  l i f e  o r  fo r  expendable missile  service a t  13500 F 
rim temperature  without  a major redesign. The  mean l i fe  is 16 hours, 
compared with 400 hours a t  1200° F rim temperature, or a  ra t io  of 25:l. 
If   a higher  constant  shear stress of 20,000 p s i  is aseumed for both tem- 
peratures for blade r o o t s  A and B, s o  that erbrapolatian becomes unneces- 
sary,  the rat ios  of l i f e  for U 0 O o  t o  1350O F are 40:l and 33:1, respec- 
tively. The mechanim of faflure a t  1350' F I s  still m e  of ahear of the 
serrations f o r  roo t s  A and B and again one of tension  across  the r o t o r  
serrations for r o o t  C. 

By replotting s a e  of the  data of figures 14 and 15 s o  as t o  compare 
l ike  failure mechanisms for  the  three  different r o o t s ,  some interesting 
correlations  are derived. In figures 16(a) and (b) the  rupture  data for 
the  blade  materlals are cmpiled  along  with  data from several  references. 
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The castin@; alloy,  Stell i te 21, f rom which many of the  root  spechens 
were made, i e  apparently  insensitive  to  notches  with f i l le ts  down t o  
0.0135-inch radius  (fig.  16(a)). The S-816,  however, from the  limited 
data  obtained, is greatly  affected  (fig.  16(b)). Evidently, each t u r -  
b ine  blade material must be  independently evaluated to determine the 
proper mechanical properties t o  be used In root deaim. 

For the rotor material, assuming the  shear  data  as obtained from the 
simple p i n  t e s t   a t  both 1200° and 1350° F were sufficiently  accurate  to 
use f o r  design basis,  the  shear areas chosen for computations are appar- 

I- 
O 

ently  correct, a8 indicated by the  close agreement  between p h  and root 
cr) n 

shear data plotted in figure 16(c).  Serration f i l l e t  radius had  no effect 
on the  shear  properbies, as indicated by the  roots of different radii .  
The long-time tensile  properties of the  rotor material, however, are 
affected by f i l l&  radius as shown in figures 16(d)  and (e). The effect 
is more  pronounced a t  1200° than at  1350° F. The unnotched NACA tensile 
data for Timken 16-25-6 agree very well with  the  tensile  data  obtahed 
from specimens cut from turbine  disks (ref.  7 ) .  

IzEMARE;s OR CRITERIA FOR FIR-TREE ROOT DESIm 
Ftrom the  data presented,  several  conclusions can be drawn that 

should be helpful in the design of mechanical fa~lteninge  for  turbine 
blades. The shear area ae  detemined from the section on CALCULATION OF 
STRESSES appears t o  be suitable for desiga purposes, if it is assumed 
that the  data determined f r o m  the simple p in- in  shear tes t   a re  reasonably 
accurate for obtaining  shear  strengths f o r  design when actual  root models 
o r  specimens are  not  readily  available. A t  elevated  temperatures, the 
shear  strength cannot be assumed as a constant ra t io  or percentage o f  the 
tensile  strength  as it frequently is at room temperature; it is dependent 
on both material and temperature. The shear  strmgth is not affected by 
the presence or the size of the  serration fillets. Unnotched tensile da- 
ta ,  however, are inadequate for determhing the  tensile strengbh of ei ther 
the  blade o r  the  rator component of 8 mechanical blade  fastening. 

- 

.. 

The blade roots of a l l  three  designs  investigated were much stronger 
in  stress-rupture  than  their corresponding rotor  serrations. By reducing 
the blade root  tensile and shear WE)ELB in order t o  permit increaskg 
cross-sectional areas of the  rotor segtuents, the  net  strength of the 
blade attacbment could be greatly increased. If the two pazts were ideally 
proportioned,  both the blade and rotor roots would be stronger than  neces- 
sary. Then the rim thickness could  be  reduced and the  entire engine made 
considerably lighter. 

Blade roots should  be sl ightly less conservative  than rotors, because 
a r o t o r  failure meane the lose of a f a r  more costly component of the en- 
gine, and a rotor failure is usual ly  far more devastating than a blade 
failure. . 
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Bearing stressee  at  the  contact  surfaces should not be excessive but 
also should not be too  low. With low bearing stresses, only part of the 
to t a l  number of serrations wfll carry  the  cantrifugal.load wless the 
tolerances  are unreasonablLy narrow or unless considerable plast ic  f l o w  of 
the  teeth in tension or shear  takes  place. As a result ,  premature ten- 
s i l e  or shear fa i lure  may occur. With higher bearing  stresses,  plastic 
flow and creep will take place a t  the  high  bearings spots  where it is 
less detrimental, and the loads will become evenly distributed anon@; a l l  
teeth. 

Root strengths can be evaluated on the basis of the  physical  proper- 
t i e s  of the  materials and the  actual dimensions for  all the designs 
tested. For example, shear  strength of a  design is  determined by shear 
area and material  strength6 i n  shear, whether the  shear  area i s  provided 
by many small serrations  or by a few large  serrations. Therefore,  with 
respect t o  economy of  production, since  strength is not sacrificed,  the 
fewer number of large  serrations  result  in  the  better root  form. The 
larger  teeth and f i l l e t s  are also advantageous with  respect t o  vibration. 
The f i l l e t   s i z e  had little effect on the  tensile  strength of the  root  but 
has a  large  effect on the  distribution and concentration of s t resses   in  : the presence of vibration; and, consequently, it greatly  affects the 

5 fatigue  properties. A compromise i n   f i l l e t   s i z e  must be retained, because - increased f i l l e t   r a d i i  tend t o  decrease the  available  areas  supporting 
the  shear  load. 

.. 
Bending stresses due t o  blade tilt and gas forces were not consid- 

ered in this  report, because by careful design of the airfoil these two 
effects caa be counterbalanced. Bending stresses in the r o o t  can be fur- 
ther reduced by properly skewing the r o o t  axis  with  respect t o  the tur- 
bine axis t o  the  best alinement with  the  airfoil  posi t ion,  a s  outlined in 
reference 1. 

In order t o  explore the fai lure  mode and the  factors  affecthg root 
strength,  short- and long-tfme rupture  tests were conducted a t  various 
temperatures 011 three  different  fir-tree r o o t  designs from existing tur- 
bojet engines. The following r e m l t s  were obtsined from analysis of the 
data : 

1. The root  strengths were dependent only  on the   total   tensi le  and 
shear  areas  available t o  suppor t  the loads and were not  directly  affected 
by the number o r  size of the serratians  providing these areas. 

2. In the  three  cmfigurations  tested, ultimate failure, due t o  a - simulated centrifugal load and temperature  corresponding t o  normal oper- 
ation of the engFne f o r  which the  respective  roots were designed, oc- 
curred in  the r o t o r  segment. The mechaniam of failure WSE shear of the 
r o t o r  teeth in two of the r o o t s  and tension  across  the loweet neck in the 
other case. 

c - 
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3. The ratio of the  tensile  strength to the shear strength at 

elevated  temperature in the short-time tests varied from 2:lto 1:1, 
depending on the material. and temperature. 

1 

4. Also, the shear stren@h in streee-to-rupture is dependent on 
material,  temperature, and time, and is not a constant proporbion of the 
tensile strength in stress-to-rupture. 

5. lncreashg the  test  temperature E O o  F frm 1200° to 1350° F 
reduced the life of the r o o t  fastenings by a m&imum factor of 25. cc 

Q 
M 
m 

Lewis Flight Propulsion  Laboratory 
National  Advisory Committee for Aeronautics 

Cleveland,  Ohio, June 3, 1954 
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Many r o o t  f o r m  have been proposed for fastening turbine blades t o  
the ro to r .  In figure 9 are  i l lustrated a few of the more important basic 
configurations, of  which variations have been introduced in recent  years. 
The percentages l is ted under each root type indicate  the amount of the 
maximum available  tensile or shear  area that was actually  utZlized by 
each  type. A 100-percent tensile  ares of the blade  root, for example, 
would m e a n  that the  root neck of  the  blade touches those of adjacent 
blades and no space is left for the wheel segment. Thus, 100-percent 
tensi le   area- is  possible only if the blade is integral w i t h  the wheel or 
welded t o  it. The percentage shear  area is obtained by dividing the ac- 
tual area of the blkde or the wheel segment supporting the  centrifugal 
load in shear by the rim thickness  multiplied by twice  (double shear)  the 
radial  penetration  depth f o r  the  fir-tree root d. The depth of f i r - t ree  
root was chosen so as  to  obtain a common basis f o r  comprison. The actual 
numerical values, of course, can be varied  considerably by adjusting  the 
proportions of each aesign. Considerable-~scretion was involved In de- 
ciding  the  proportions t o  be used; a l l  facJiUxnnfiE. be taken i n t o  account, 
including bearim load&7?Ifesl strength, an& so forth. The percentages 
ca&cu.lated are reasanably  representative of t h e  highest  values  obtainable 
foz .practical  configurations. The blade tensile  area generally c8n be in- 
creased Th-e a of either  the  shear  area or the  tenaile  area of the 
wheel, and vice  versa. 

Bg. compara percentage values it can be observed that the ball r o o t  
has the  highest shear vaue&IEuF- values. In fact,  the f i r -  
t r d e  configuration has tensile values almost trJ-lce those of the other 
r o o t s ;  and it is, therefore,  appreciably more efficient  than a l l  the 
other forme. It is for   th i s  reason that only the €%$ree-root fnrm_has 
been used extensively for aircraf t  gas turbines,  althowh wny other 
r o X F G 7 K T G s t e d .  

The fir tree  has the  highest  percentage tensile  area without lo s s  in 
shear  area, a s  a direct  result of its multiland  canstruction. The ten- 
si le  areas  are large where the  greatest  tensile l a d s  are  applied. The 
number of serrations can be reduced while s t i l l  retaining this advantage 
up t o  the po in t  where only a slngle p a i r  of serrations remain and the fir- 
t ree  r o o t  is essentially reduced t o  the form of  the  other  roots shown in 
figure 9. Because the - f i r   t r ee  is apparently  the  strongest r o o t  for duc- 
tile materials, this reporrt concentrates on detemnining design cr i ter ia  
f o r  the  fir-tree  serrations. 
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Figure 1. - Tensile speaimen used to simulate turbine blade root. - 
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6 n n 

035179 

Figure 6. - Watched test bar for determiningtemsile  properties of rotor material. 
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C-33547 
Figure 7. - Specimen and loading fixture for b t e n n l n i a g  shear strength 

materials used. 
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Termination 
of contact 7 

I !  I 

Blade-root serration 

Shear planes tangent 
t o  tooth radii 

Shear planes 

contact  termination 

Rotor  serration 

Figure 8. - Shear-plane locations used in computing shear streases. 
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(b) Blade B. 

Figure 10. - Short-time tensile-test result8 at vaxioue temperatures f o r  
blade A and B specimens. 
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(a)  Timken 16-25-6. 

Figure 11. - Short-time  tensile and shear  propsrties of turbine  blade  and 
rotor  materiale  at  varioua  temperatures. 
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(a) 8 t e l l l t e  21. 

Figure U. - Continued. Short-time tens i le  and shear  properties of turbine 
blade and robr  materials at various temperatwee. 

. . .. 



28 WCA RM E a 2 1  

I 

rl n 
d 
2 
% 
0 

2 
3 
.d 

4 
0 2 4 6 8 10 12 14 16X102 

Temperature, 01’ 

(c) 8-816. 
Figure ll. - Concluded. Short-time tensile aad shear properties of turbine 

blade and rotor materide at various temperatures. - 



NACA RM E54E21 - 29 

Figure 12. - Mechanism 
temperature. 
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(a) Blade root A. 

of short-time failure as result of variations in 
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(b) Blade m o t  B. 

Figure 12. - Continued. Mechaniem of short-time  failure aa rea.ult of vari- 
ations In temperature. 
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(c) Blade root C. 

Figure 12. - Concluded. Mechaniam of short-time failure BB result of vari- 
ations in temperature. 
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Figure 13. - Corrected 
engine  operation. 

6 8 10 12 14 16x10' 
Temperature, % 

(a) Blade m t  A. 

strength h t a  to account for  c e n t r i w a l   f i e l d  during 
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Temperature, ?F 

(b) Blade root B. 

Figure 13. - Continued. Corrected strength data to account for centrifugal 
f i e ld  during engine operation. 
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( c )  EUade root C. ' 

Figure 13. - Concluded. Corrected strength. data to. . k c o u n t  f o i  centrifugal 
f i e l d  during engine operation. . .. .. . 
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(b) Blade mot B. 

Figure 14. - Cantlnued. Stress-mpture rceuLt8 dctenalned et lZWo F. 
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( a )  Blade root A. 

Figure E. - Btrese-rupture data fa turbine rotor at WSOo P. Speciplens of Tireken 16-25-6. 
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(b) Blade mot B. 

Figure E. - Contiaued. Stress-ruptu~ data for turbim mtm at W O O  F. Speclmena of Timken 1C-25-8. 
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(c) Blade root C. 

Figure E. - ConclubeB. Btress-mphwe data fo r  turbine rotor st U50° F. Speclmena of Timken 16-25-6. 
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(a) Tensile  properties  of  Stellite 21 at 120° F. 

Figure 16. - Effect  of  serration  fillet  radius on stress-rupture  properties of turbine  blade 
and rotor  materials. 
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(b) Tensile properties of 5-816 at 1200' P. 

Figure 16. - Continued. Effect of serration flYet radius on stress-rupture  properties of 
turbine blade and rotor  materials. 
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